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STUDIES OF FRICTION AND WEAR CHARACTERISTICS 


OF VARIOUS WIRES FOR WIRE-BRUSH SKIDS 


Robert C. Dreher 

Langley Research Center 


SUMMARY 


An experimental investigation was conducted to examine under laboratory con­
ditions the friction and wear characteristics of 22 types and sizes of wires for 
potential use in wire-brush skids. These characteristics were determined by plat­
ing brushes made from candidate wires on a belt sander whose moving belt simu­
lated landing roll-out distance. At the same time, the drag force and wear behav­
i o r  were monitored. Data were obtained over distances up to 3048 m (IO 000 ft) 
at preselected bearing pressures of 172 to 1034 kPa (25 to 150 psi). 

In general, the friction coefficient developed by the candidate wires was 
found to be independent of bearing pressure and ranged between 0.4 and 0.6 under 
the test conditions of this investigation. The friction coefficient was not 
degraded when the surface was wetted and appears to be independent of wire diam­
eter except perhaps when wire size is relatively large compared with the surface 
asperities. Generally, the high friction demonstrated by the soft materials was 
accompanied by high wear rates; conversely, the hard materials provided greater 
wear resistance but offered lower friction. For all test wires, the wear was 
shown to increase with increasing bearing pressure and, in general, for the same 
bearing pressure, wear increased with increasing wire diameter and decreased when 
the surface was wetted. 

INTRODUCTION 


A landing-gear system must be designed to provide airplane directional sta­

bility and control while the vehicle is on the ground. The system must also be 

able to stop the aircraft within a reasonable distance under various runway condi­

tions. Antiskid braking systems are installed on most commercial and military

airplanes, but flight-test and field experiences have shown that the performance 

of these systems can be degraded when the runway becomes slippery. This degrada­

tion can result in reduced airplane stability and dangerously long roll-out dis­

tances during landing. In addition, the conventional braked wheel with a rubber
* tire must absorb larger amounts of energy as the weight and landing speed of air­

craft increase and as the landing-gear system approaches its physical limit. 


J 	 Research programs to improve both the antiskid systems and braking capability of 
aircraft have indicated a need to explore new braking concepts capable of assur­
ing both adequate braking and airplane stability during ground operations regard­
less of runway surface conditions. 

One promising concept is a combination wheel and skid gear such as that 
illustrated in figure 1. Here, a hydraulically actuated wire-brush skid is 
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mounted between the  wheels of a 4-wheel bogey l a n d i n g  gear t o  r e p l a c e  t he  conven­
t i o n a l  brake system. T h i s  concept was de r ived  from a r e c o n s i d e r a t i o n  o f  research 
conducted i n  the  e a r l y  s i x t i e s  by NASA ( ref .  1 )  and o t h e r s  (refs.  2 t o  5)  on t h e  
use  o f  v a r i o u s  s k i d  materials as the  main l a n d i n g  gear o f  a r e e n t r y  v e h i c l e .  
Those s t u d i e s  showed t h a t  some o f  the  materials, n o t a b l y  t h e  wire-brush s k i d ,  
developed a high l e v e l  o f  f r i c t i o n  which w a s  e s s e n t i a l l y  u n a f f e c t e d  by forward 
speed and runway s u r f a c e  c o n d i t i o n .  T h i s  concept  combines t h e  d e s i r a b l e  drag-
producing c h a r a c t e r i s t i c s  of a wire-brush s k i d  under a l l  weather c o n d i t i o n s  w i t h  
the  advantages  o f  a rubber  t i r e  f o r  energy a b s o r p t i o n  du r ing  l and ing  impact,  r i d e  
cushioning ,  d i r e c t i o n a l  s t a b i l i t y ,  and f o r  maneuvering t h e  v e h i c l e  i n  and around 
t h e  t e r m i n a l  area. The braking  e f f o r t ,  which is  d i r e c t l y  p r o p o r t i o n a l  t o  t h e  
v e r t i c a l  f o r c e  a p p l i e d  t o  t h e  skid-runway i n t e r f a c e ,  i s  c o n t r o l l e d  by a p i l o t -
ope ra t ed  meter ing  va lve .  Thus, d i f f e r e n t i a l  b rak ing  f o r  heading changes i s  pos­
s i b l e ,  and t h e  f r e e l y  r o l l i n g  tires, a l though  o p e r a t i n g  under reduced v e r t i c a l  
l o a d ,  would provide  s u f f i c i e n t  co rne r ing  f o r c e  f o r  d i r e c t i o n a l  s t a b i l i t y .  

For the  wheel-skid concept t o  be a p p r o p r i a t e  t o  p r e s e n t  and f u t u r e  aircraft 
and t o  keep s k i d  s ize  reasonab le ,  the s k i d s  must o p e r a t e  a t  bea r ing  p r e s s u r e s  
h ighe r  t han  t h o s e  tested i n  r e f e r e n c e  1 (152 kPa (22 p s i )  t he  maximum p r e s s u r e  
tested).  The s k i d s  must a l s o  have good w e a r - r e s i s t a n t  p r o p e r t i e s ,  develop a sat­
i s f a c t o r y  f r i c t i o n  c o e f f i c i e n t  regardless o f  runway s u r f a c e  c o n d i t i o n ,  be weight 
compe t i t i ve ,  and cause  minimum runway s u r f a c e  damage. With t h e s e  cr i ter ia  i n  
mind, a l a b o r a t o r y  s c r e e n i n g  i n v e s t i g a t i o n  w a s  conducted on v a r i o u s  wire materi­
a l s  t o  s tudy  t h e i r  p o t e n t i a l  f o r  use  i n  wire brush  s k i d s .  T h i s  s c r e e n i n g  was 
done w i t h  small w i r e  b rushes  t o  determine the  f e a s i b i l i t y  o f  h i g h e r  bea r ing  pres­
s u r e  from a material s t a n d p o i n t ,  t o  e s t a b l i s h  the  f r i c t i o n  c o e f f i c i e n t  and wear 
f o r  t h e  v a r i o u s  materials, and t o  form a basis f o r  judging  d i r e c t i o n s  of large-
scale s t u d i e s .  For t h e  purposes  o f  t h i s  i n v e s t i g a t i o n ,  twenty-two cand ida te  wire 
specimens were loaded t o  bea r ing  p r e s s u r e s  r ang ing  between 172 and 1034 kPa (25  
and 150 p s i )  on a h o r i z o n t a l  b e l t  s a n d e r ,  and measurements were made o f  t h e  rela­
t i v e  f r i c t i o n  and wear characterist ics a t  c o n s t a n t  v e l o c i t y  over  s imula ted  land­
i n g  r o l l - o u t  d i s t a n c e s  up t o  3048 m ( I O  000 f t ) .  T h i s  paper p r e s e n t s  t h e  r e s u l t s  
o f  t h a t  i n v e s t i g a t i o n .  

SYMBOLS 


Measurements and c a l c u l a t i o n s  were made i n  U.S. Customary Uni t s .  Values 
are presented  i n  both  SI  and U.S. Customary Un i t s .  

A sk id  c o n t a c t  area, cm2 ( i n 2 )  

F v e r t i c a l  l oad  on s k i d ,  N ( l b f )  

g g r a v i t a t i o n a l  c o n s t a n t ,  9.814 m/sec2 (32.2 f t /sec2)  

I wire wear index ,  

L s k i d  wear (eroded mass), kg ( lbm)  

1 a i r p l a n e  s topp ing  d i s t a n c e ,  km ( f t )  

2 



m airplane mass, kg (lbm) 


V airplane ground speed, knots (1 knot = 0.51 m/sec) 

v drag friction coefficient 

I P wire density, kg/m3 ( lbm/in3 

Abbreviations: 


a.d. as drawn 


h.t. heat treated 


W.W. weld wire 


TEST SPECIMENS 


In this study, tests were conducted on 22 different types and sizes of wire 

formed into small wire brushes. Wire selection was based on availability and 

information obtained from several wire manufacturing companies regarding hard­

ness, tensile strength, and high-temperature use. The brushes were made by

inserting a number of wires into an aluminum tube with a 3.45-mm (0.136-in.) 

inside diameter; the tube was then crimped to hold the wires firmly in place.
The number of wires used in each brush varied depending on wire size, and the 
free end or trim length of the brushes was 5.08 cm (2.00 in.). Five brushes were 
constructed from each type of wire. Pertinent information describing the wire 
and the brushes is given in tables I and 11. Table I lists the diameter and den­
sity of the wires, the number of wires per brush, and the total brush contact area 
(the net cross-sectional area). The test brushes included six sizes of music 
wire, weld wire, and spring wire from different materials (some of which were 

I 	 heat treated); two sizes of wire rope; and wire from a standard steel cleaning-
wheel brush. The wire rope I brushes consisted of commercial steel cable 0.32 cm 

I 
i 	 (0.125 in.) in diameter. The wire rope I1 brushes consisted of one strand (of

seven) of commercial steel cable 0.95 cm (0.375 in.) in diameter. The rocket 
wire brush consisted of a carbon steel wire of extremely high tensile strength 
developed by a metal and wire company. The number of wires in each brush varied 
from 1 to 133, depending on the wire diameter which ranged from 0.25 to 2.16 mm 
(0.010 to 0.085 in.). There is little difference among the densities of the dif­
ferent wire materials. A description of the wires and the heat treatment where 
applicabie is given in table 11. A photograph of several brushes after testing
is shown in figure 2. 

? 

APPARATUS AND INSTRUMENTATION 


A photograph of the apparatus used in this study is presented in figure 3. 
The two primary components are identified in the figure: a belt sander used to 
simulate a runway surface and a force beam to measure the drag force developed
between the brush and the belt surface. The sander was equipped with either a 
standard No. 60 grit aluminum oxide belt o r  a wet-dry belt, 10 by 133 cm (4 by 
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52 1/2 i n . ) .  The sande r  was opera ted  a t  a c o n s t a n t  s u r f a c e  speed. The f o r c e  
beam t o  which t h e  test  brush  was a t t a c h e d  measured t h e  drag f o r c e ,  was counter ­
balanced t o  g i v e  z e r o  load  on the  b rush ,  and was free t o  p i v o t  about a h o r i z o n t a l  
axis pe rpend icu la r  t o  t he  d i r e c t i o n  of motion o f  t he  b e l t .  Small weights  were 
added around t h e  body o f  t he  brush  t o  produce the  desired b e a r i n g  p r e s s u r e s .  The 
o u t p u t  o f  the  f o r c e  beam s t r a i n  gage was recorded  on a n  o s c i l l o g r a p h ;  l a te r ,  t h e  
ou tpu t  was reduced t o  a d rag  f o r c e  and was d iv ided  by the  v e r t i c a l  l oad  on the  
brush  t o  y i e l d  the  f r i c t i o n  c o e f f i c i e n t .  

TEST PROCEDURE 

The test procedure c o n s i s t e d  of p l a c i n g  each brush  on ,  and pe rpend icu la r  t o ,  
t he  moving b e l t  s u r f a c e  under a p r e s e l e c t e d  bea r ing  l o a d .  The brush f r i c t i o n  
and wear c h a r a c t e r i s t i c s  were then  monitored. The developed f r i c t i o n  was con­
t i n u o u s l y  measured, whereas t h e  e x t e n t  of  wear was p e r i o d i c a l l y  determined by 
measuring the  brush  t r i m  l e n g t h  a t  s l i d i n g  d i s t a n c e  i n t e r v a l s  o f  610 m (2000 f t ) .  
A test  was concluded when t h e  t o t a l  s l i d i n g  d i s t a n c e  o f  3048 m ( I O  000 f t )  had 
been reached or when t h e  t r i m  l e n g t h  of t he  brush  had been reduced t o  approxi­
mately 0.64 c m  (0.25 i n . )  from the o r i g i n a l  l e n g t h  o f  5.08 c m  (2.00 i n . ) .  The 
brush  followed t h e  same b e l t  track f o r  t h e  e n t i r e  d i s t a n c e .  A new brush and 
b e l t  track were used f o r  each bea r ing  p r e s s u r e .  L i m i t e d  tests were made w i t h  a 
wet sanding b e l t  s u r f a c e  t o  determine t h e  effect  of  s u r f a c e  wetness on f r i c t i o n  
c o e f f i c i e n t  and wear. For these tes ts  a stream of water was directed onto  a wet-
d r y  b e l t  i n  f r o n t  o f  t h e  test b rush .  

All tes ts  were made w i t h  the  sander  b e l t  running  a t  a c o n s t a n t  s u r f a c e  speed 
of 34 k n o t s  (39 mph). Appropr ia te  weights  were added t o  each brush so t h a t  bear­
i n g  p r e s s u r e s  o f  172, 345, 517, 689, and 1034 kPa (25 ,  50, 75, 100, and 150 p s i )  
were ob ta ined .  Bearing p r e s s u r e  was c a l c u l a t e d  by d i v i d i n g  t h e  v e r t i c a l  load  on 
the  brushes  by the  t o t a l  area of t h e  ends  of  t h e  wires i n  c o n t a c t  w i t h  t h e  b e l t  
s u r f a c e .  

RESULTS AND D I S C U S S I O N  

A va lue  f o r  t h e  drag f r i c t i o n  c o e f f i c i e n t  and a wear index were determined 
f o r  each wire brush under each load ing  c o n d i t i o n .  The f r i c t i o n  c o e f f i c i e n t  was 
ob ta ined  when t h e  drag f o r c e  developed between t h e  brush  and the  b e l t  s u r f a c e  was 
d iv ided  by the  v e r t i c a l  load  a p p l i e d  t o  each brush .  Because of  the e l a s t i c i t y  of  
t h e  wire brushes ,  t he  drag f o r c e  f l u c t u a t e d  i n  a l l s t i c k - s l i p l l  manner and necess i ­
tated f a i r i n g  t h e  t i m e  h i s t o r i e s  of t h e  drag f o r c e  t o  o b t a i n  a n  average  va lue .  
A wear index w a s  ob ta ined  f o r  each b rush  by r e l a t i n g  brush  wear t o  s l i d i n g  d i s ­
t a n c e .  The fo l lowing  s e c t i o n s  d i s c u s s  t he  f r i c t i o n  c o e f f i c i e n t s  and wear indexes  
obta ined  w i t h  the  b rushes  over t h e  test range  o f  b e a r i n g  p r e s s u r e s .  

F r i c t i o n  C o e f f i c i e n t  

Bearing p r e s s u r e ,  brush wire diameter, and s u r f a c e  wetness a f f e c t  t h e  f r i c ­
t i o n  c o e f f i c i e n t  developed by t h e  v a r i o u s  t e s t  b rushes .  (See f ig s .  4 and 5 . )  
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Bearing pressure . - I n  view of  t h e  large number of  d i f f e r e n t  brushes ,  data 
which describe t h e  v a r i a t i o n  of  f r i c t i o n  c o e f f i c i e n t  w i th  b e a r i n g  p r e s s u r e  are 
d iv ided  i n t o  t h r e e  f i g u r e s  f o r  t h e  convenience o f  t h e  reader: f i g u r e  4 ( a > ,  a l l  
brushes  fabricated from music wire; f i g u r e  4 ( b ) ,  a l l  brushes  cons t ruc t ed  of  w i r e  
0.76 mm (0.030 i n . )  i n  diameter; and f i g u r e  4 ( c > ,  t h e  remaining brushes .  The 
data f o r  each brush  are faired by a s t r a i g b t  l i n e  which, w i th  f e w  excep t ions ,  
d e f i n e s  t h e  t r e n d  o f  t h e  r e l a t i o n s h i p  between t h e s e  two parameters .  The f i g u r e  
shows t h a t  excep t  f o r  t h e  two largest s i z e s  of  music w i r e  ( f i g .  4 ( a ) ) ,  t h e  devel­
oped f r i c t i o n  c o e f f i c i e n t s  ranged between 0.4 and 0.6.  T h i s  range agrees w e l l  
w i th  t h e  f u l l - s c a l e  tests of  t h e  5.08-cm (2 .00- in . )  wire brush  p resen ted  i n  ref­
erence  1. The f i g u r e  f u r t h e r  shows t h a t  t h e  f r i c t i o n  c o e f f i c i e n t  f o r  a g iven  
brush  is g e n e r a l l y  i n s e n s i t i v e  t o  changes i n  t h e  bea r ing  p r e s s u r e  or g r a d u a l l y  
i n c r e a s e s  wi th  i n c r e a s i n g  b e a r i n g  p res su re .  The excep t ions  t o  t h e  g e n e r a l  t r e n d  
are t h e  two w i r e  rope  brushes  whose f r i c t i o n  c o e f f i c i e n t s  are shown t o  i n c r e a s e  
a p p r e c i a b l y  w i t h  i n c r e a s i n g  b e a r i n g  p r e s s u r e  ( f ig .  4(c)) .  T h i s  i n c r e a s e  may be 
a t t r i b u t e d  t o  t h e  r e l a t i v e l y  s o f t  s teel  used i n  t h e s e  brushes ,  where a t  t h e  
h ighe r  bea r ing  p r e s s u r e s ,  f r i c t i o n  is inc reased  a t  t h e  expense o f  i nc reased  wear, 
a c o n d i t i o n  which is d i scussed  i n  a later s e c t i o n .  

I n  an e f f o r t  t o  rank  t h e  test brushes  i n  terms of  drag f r i c t i o n  c o e f f i c i e n t ,  
t h e  faired v a l u e s  a t  a bea r ing  p r e s s u r e  of  689 kPa (100 p s i )  are presented  i n  
table 111. O f  t h e  materials examined, heat-treated be ry l l i um copper developed 
t h e  h i g h e s t  f r i c t i o n  l e v e l ,  and t h e  two large diameter music wires developed t h e  
lowes t .  

Wire diameter.- Table  I11 and f i g u r e  4 ( a )  permi t  an  e v a l u a t i o n  of  t h e  effect  
o f  wire diameter on f r i c t i o n  c o e f f i c i e n t  because t h e y  p r e s e n t  t h e  data from 
t h e  tes ts  of t h e  s i x  s i z e s  of  music wire. For w i r e  diameters between 0.33 and 
1.07 mm (0.013 and 0.042 i n . ) ,  v a l u e s  f o r  t h e  f r i c t i o n  c o e f f i c i e n t  extended over 
t h e  narrow range between 0.45 and 0.48. The two larger s i z e s  of music w i r e ,  w i th  
d i ame te r s  of  1.93 and 2.16 mm (0.076 and 0.085 i n . ) ,  developed f r i c t i o n  c o e f f i ­
c i e n t s  roughly 25 pe rcen t  lower.  T h i s  lower f r i c t i o n  l e v e l  may be a t t r i b u t e d  t o  
fewer m n t a c t  p o i n t s  between t h e  larger w i r e  s i z e s  and t h e  b e l t  s u r f a c e  s i n c e ,  on 

l a r e l a t i v e  scale, t h e  large wires tend  t o  be l i k e  a f l a t  p l a t e  s k i d .  

I 
I
I Sur face  wetness.- The effect  of  s u r f a c e  wetness on t h e  f r i c t i o n  c o e f f i c i e n t  
I is shown i n  f i g u r e  5 ,  which p r e s e n t s  t h e  data ob ta ined  wi th  brushes  made of  
I 17-7 PH s t a i n l e s s  s teel ,  h . t . ,  I1 w i r e  0.76 mm (0.030 i n . )  i n  diameter. T h i s  
I 	 wire was tested both  dry  and w e t  on a No. 60 carborundum g r i t  wet-dry b e l t  a t  

v a r i o u s  b e a r i n g  p r e s s u r e s .  The data i n d i c a t e  t h a t  f r i c t i o n  c o e f f i c i e n t  i s  n o t  
degraded by a wet s u r f a c e .  I n  f ac t ,  v a l u e s  f o r  f r i c t i o n  c o e f f i c i e n t s  ob ta ined  
on t h e  w e t  b e l t  s u r f a c e  were s l i g h t l y  h ighe r  than  t h o s e  ob ta ined  on t h e  d ry  b e l t  
s u r f a c e ,  a r e s u l t ,  perhaps ,  of t h e  coo l ing  effect of t h e  water which reduced 

? 	 s t r u c t u r a l  l o s s e s  i n  t h e  w i r e  due t o  hea t .  The l e v e l  of  f r i c t i o n  c o e f f i c i e n t  
ob ta ined  wi th  t h i s  brush  on t h e  d ry  s u r f a c e  is  s l i g h t l y  lower than  t h a t  no ted  
du r ing  t h e  r e g u l a r  test  program (see f ig .  4 ( b ) )  and i s  probably due t o  differ­

4 ences  between t h e  s t anda rd  sanding  b e l t  and t h e  wet-dry b e l t  used f o r  these 
tests. 

Although t h e  f r i c t i o n  c o e f f i c i e n t s  ob ta ined  i n  t h i s  i n v e s t i g a t i o n  f a l l  i n  
t h e  range o f  average  c o e f f i c i e n t s  developed by a n  a n t i s k i d  braked wheel w i th  rub­
be r  t i r e  on a d r y  s u r f a c e ,  t h e y  were ob ta ined  a t  a r e l a t i v e l y  low ground speed. 
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I n  a d d i t i o n ,  it is no t  known how the roughness o f  t h e  sanding  b e l t  s u r f a c e  com­
p a r e s  w i t h  t h a t  o f  a t y p i c a l  runway. 

Wear 

A wear index  was determined f o r  each brush  a t  t h e  v a r i o u s  test  b e a r i n g  p res ­
s u r e s  from cu rves  similar t o  those  p re sen ted  i n  f i g u r e  6. This  f i g u r e  shows the  
cumula t ive  brush  l e n g t h  wear a t  i n t e r v a l s  o f  610 m (2000 f t )  over a t o t a l  s l i d i n g  
d i s t a n c e  of  3048 m (10 000 f t )  f o r  t h e  17-7 PH s t a i n l e s s  s teel ,  h . t . ,  I1 w i r e  
b rushes  0.76 mm (0.030 i n . )  i n  diameter. The s l o p e  o f  c u r v e s  such as  t h e s e  
d e s c r i b e s  the  l e n g t h  o f  b rush  wear p e r  u n i t  s l i d i n g  d i s t a n c e .  However, d i r e c t  
comparison o f  wear w i t h  o t h e r  brushes  is  n o t  p o s s i b l e  s i n c e  t h e  c o n t a c t  area was 
n o t  the  same - t h e  area depended upon w i r e  diameter and number of  wires i n  each 
brush .  To permi t  comparisons o f  b rushes ,  t h e  wear index ,  which is  the  r a t i o  o f  
the  volume of  brush  material removed t o  the  brush c r o s s - s e c t i o n a l  ( c o n t a c t )  area 
p e r  u n i t  s l i d i n g  d i s t a n c e ,  w a s  der ived  f o r  each brush .  The weight o f  brush mate­
r i a l  removed per  u n i t  area is obta ined  by m u l t i p l y i n g  the  wear index by t h e  wire 
d e n s i t i e s  l i s t e d  i n  table I. A comparison of  the  w e a r a b i l i t y  o f  the  v a r i o u s  test  
b rushes  may be obta ined  from t a b l e  I V  which p r e s e n t s  i n  ascending  o r d e r  t h e  wear 
indexes  o f  the  b rushes  ob ta ined  under a b e a r i n g  p r e s s u r e  o f  689 kPa (100 p s i ) .  A 
lower wear index  number i d e n t i f i e s  a more w e a r - r e s i s t a n t  brush;  t h u s ,  o f  t h e  
materials examined, Re& 41 demonstrated t h e  b e s t  wear characterist ics,  and t h e  
s o f t  be ry l l i um copper and t h e  wire ropes  demonstrated the  wors t .  

A comparison o f  the  wear data of  table  I V  w i t h  t h e  f r i c t i o n  data o f  
t a b l e  I11 shows no d i r e c t  c o r r e l a t i o n  between wear and f r i c t i o n .  However, i n  gen­
eral ,  hard materials provide  good wear r e s i s t a n c e ,  b u t  t hey  ach ieve  t h i s  resist­
ance  a t  the  expense o f  lower f r i c t i o n ;  s o f t  materials demonstrate t he  oppos i t e  
behavior  characterist ics.  

Bearing pressure . - The e f fec t  o f  b e a r i n g  p r e s s u r e  on t h e  wear o f  each test  
brush  i s  shown b y t h e  bar graph of  f igure 7. The wear index  unders tandably  
i n c r e a s e s  w i t h  i n c r e a s i n g  bea r ing  p r e s s u r e  f o r  a l l  b rushes  t e s t e d ,  b u t  the  rela­
t i o n s h i p  is  no t  n e c e s s a r i l y  a l i n e a r  one. The wear a t  t he  h igh  bea r ing  p r e s s u r e s  
is  undoubtedly in f luenced  by the  high tempera tures  developed a t  t h e  c o n t a c t  su r ­
faces. Some of  the  b rushes  glowed r e d  and were d i s c o l o r e d  after t e s t i n g .  The 
b rushes  e x h i b i t i n g  the  lower wear indexes  were t h o s e  c o n t a i n i n g  wires which tend  
t o  r e t a i n  the i r  mechanical p r o p e r t i e s  a t  e l e v a t e d  tempera tures .  For example, 
Rene' 41, which provided t h e  lowes t  i ndex ,  is  recommended by wire manufac turers  
f o r  high-temperature s p r i n g  use  i n  t h e  590° t o  8150 C (1100O t o  1500O F) range .  
Heat t r e a t i n g  the wires appea r s  t o  reduce  the  wear index  a t  h ighe r  bea r ing  pres­
s u r e s  as shown by the  d a t a  f o r  the  A-286 and 17-7 PH s t a i n l e s s  s teel  brushes .  
The incomplete wear d a t a  f o r  t h e  A-286 a .d .  and be ry l l i um copper b rushes  a t  t h e  v 

h i g h e s t  test bea r ing  p r e s s u r e  were caused p r i m a r i l y  by wire f a t i g u e .  The r a p i d  
fore-and-aft  d e f l e c t i o n  o f  the  brush du r ing  the  " s t i c k - s l i p "  behavior  e v i d e n t l y  
f a t i g u e d  some of t h e  wires u n t i l  they  f a i l e d  a t  t he  base  of  t h e  brushes .  How- i 
e v e r ,  t h e  greatest wear occurred  w i t h  t h e  wire rope  I brush  a t  a bea r ing  p r e s s u r e  

1o f  1034 kPa (150 p s i ) .  Such wear is a t t r i b u t e d  t o  the  low column s t r e n g t h  of  
t h a t  material. Under the  high l o a d i n g s  o f  t h e  w i r e  rope  I b rush ,  wear occurred  Ia long  the  l e n g t h  o f  t he  l e a d i n g  wires rather than  a t  t h e i r  ends.  

$ 
I
i 
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I Wire diameter.- An indication of the effect of wire diameter on brush wear 

is shown in bar graph form in figure 8. The data were obtained from tests with 

brushes constructed from music wire of different diameters at several bearing 

pressures. The figure shows that, in general, wear increases with increasing

wire diameter. The greater wear exhibited by the 0.33-mm (0.013-in.) wire brush 

at a bearing pressure of 1034 kPa (150 psi) can be attributed, in part, to 

its low column strength. As in the case of the wire rope I brush, this brush 

deflected an appreciable amount at the high bearing pressure and thus forced 

most of the wear to occur along the length of the leading wires. The figure 

also shows that brush wear increases with increasing bearing pressure. 


Surface wetness.- The effect of a wetted surface on the wear of 17-7 PH 

stainless steel, h.t., I1 wire brushes 0.76 mm (0.030 in.) in diameter is shown 

in figure 9. This figure presents in bar graph form the results from tests made 

at fqve bearing pressures on both a dry and a wet belt surface. The figure shows 

that, at each bearing pressure, brush wear was less on the wet than on the dry sur­

face. The lower wear on the wet surface is attributed to lower brush tempera­

tures caused by the presence of water in the contact area. 


Application of Results 


The friction and wear data of this investigation have been applied to calcu­

late skid requirements necessary to brake to a stop an airplane having an initial 

ground speed of 180 knots. The friction and wear data obtained with the various 

materials in the investigation at 34 knots with small brush areas on a belt 

sander may not be accurate for full size skids used at 180 knots on a runway 

surface, but the two situations are comparable. The results of this application 

are presented in figure IO. The stopping distance and the brush mass loss per

unit area have been identified for skids built from the different types of wires 

operating on a surface similar to that of the belt sander at a constant bearing 

pressure of 689 kPa (100 psi). Thus, the friction coefficients of table I11 and 

the wear indexes of table IV are appropriate. 


i The stopping distances I noted in the figure disregard aerodynamic drag
effects and were computed from the expression I = V2/2gl,l where V is the ini­
tial ground speed, g is the gravitational constant, and 1-1 is the friction 
coefficient. This expression assumes that the total mass of the airplane is 
supported by the skid(s) and that the friction coefficient is constant with 
speed. The limited wire-brush data of reference 1 make this seem a reasonable 
assumption. The product of the stopping distance, the respective wear index, 
and the density associated with each wire brush yields the mass of brush material 
per unit contact area necessary to support the landing. The data of figure 10 
indicate that generally the shorter stopping distances are obtained at the 
expense of skid material. Note that the mass loss was roughly the same for many
of the materials tested. Again, brushes showing the least amount of wear were 

I 

I fabricated from wires suitable for application at high temperature. However, 

these wires are usually more costly. For examgle, advertised costs of 17-7 PH 
stainless steel, A-286, inconel X-750, and Rene 41 wire are 1 1/2, 3, 7,and 22 

times, respectively, that of AIS1 type 302 stainless steel wire. 
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Further examples of applying the results from this investigation to an air­
plane are presented in figures 11 and 12. These figures provide the stopping 
distances of a 90 720-kg (200 000-lbm) airplane which commences braking at 
180 knots, together with the contact area (fig. 11) or bearing pressure (fig. 12) 
and the wear of a skid to accommodate those distances, all as a function of the 
skid vertical loading. For these examples, 17-7 PH stainless steel, h.t. wire 
0.76 mm (0.030 in.) in diameter was chosen because of its combined low mass loss 
and relatively short stopping distance (see fig. 10). Again, aerodynamic drag 
effects are disregarded, and the friction coefficient developed between the skid 
and the surface (assumed to be like that of the belt sander) is considered to 
remain constant with speed. 

Fixed skid bearing pressure.- For the data presented in figure 11, the bear­
ing pressure of the skid was maintained at 689 kPa (100 psi), but since the verti­
cal load on the skid varied, the size of the skid (skid contact area) varied pro­
portionally. Also, the expression for stopping distance must be written to 
account for the difference between the airplane mass m and the skid loading F. 
This expression becomes I = mV2/2gpF. Once the stopping distance has been com­
puted, the skid wear (eroded mass) L can be calculated from the material wear 
index I, the material density p ,  and the skid contact area A by the relation­
ship L = IptA. The figure shows that the mass of skid material required to sup­
port the braking effort is independent of the vertical loading on the skid since 

the contact area is forced to vary directly with the loading. However, the fig­

ure also shows that the stopping distance increases rapidly with decreased load­

ing; thus, in selecting a skid for braking purposes, a compromise must be made 

between the desired stopping distance and the available space within the aircraft 

to house the skid. 


Fixed skid area.- The data of figure 12 result from similar calculations, 
but in this example, the skid area is fixed at 0.77 m2 (1200 in2) and the bearing 
pressure increases directly with the vertical load applied to the skid. This 
example is a more realistic application of skids as brakes in a combination wheel-
skid gear. Whereas the friction coefficient and wear index shown in figure 11 
remained constant for all vertical loadings (since the bearing pressure was held 
fixed), both of these quantities varied in this example according to the data 
of figures 4(b) and 7. Figure 12 shows again that the skid wear in mass or vol­
ume is essentially independent of the vertical load and that the stopping dis­
tance increases rapidly when that load decreases. For example, with the skid 
supporting 30 percent of the airplane mass, the skid bearing pressure is 345 kPa 
(50 psi), but the stopping distance is roughly 2.9 km (9600 ft). However, with 
the skid supporting 90 percent of the airplane mass (keeping some load on the 
tires for directional control), the skid bearing pressure becomes 1034 kPa 
( 150 psi) and the stopping distance is reduced t o  merely 0.91 km (3000 ft). Of 
course, in the latter example a much greater potential for runway surface damage 
exists because of the higher bearing pressure. 

< 

I?

Figure 12 shows that the amount of skid material required to stop the 
airplane is essentially independent of the vertical loading on the skid or the 
stopping distance. In other words, a fixed mass or volume of wire is necessary 
to absorb a fixed amount of kinetic energy. The magnitude of this wear, as dem­
onstrated by the data of figures 11 and 12, may preclude the practical applica­
tion of skids for commercial aircraft use. Figures 11 and 12 show that approxi-



mately 68 kg (150 lbm) of the skid material is required to accomplish a landing
which translates to 1.14 cm (0.45 in.) of 17-7 PH stainless steel, h.t., I1 wire 
0.76 mm (0.030 in. in diameter having a total contact area of 0.77 m2 ( 1200 in2). 
If it is assumed that the brush skid has an initial wire length of 5 cm (2 in.),
then the mass of the wire alone for a new brush becomes 302 kg (655 lbm), arid 
the brake is good for four landings only. Admittedly, 180 knots is a high brake-
application speed. If the brakes were not applied until the airplane reached 
one-half that speed, the lifetime of the-skidwould be increased by a factor 
of 4. However, consideration must be given not only to the mass of the brush 
but also to the mass of its backing plate and the mechanisms, hydraulics, etc., 
necessary to operate the skid as a brake. In view of these masses and the short 
skid lifetimes, such a concept does not appear to be economically practical for 
general commercial applications. The concept may have considerable merit for 
spacecraft use, however, where the number of landings per brake is of secondary 
importance; thus, the skid could be limited to only that brush material necessary 
to satisfy one landing. A 90 720-kg (200 000-lbm) vehicle would require at least 
four conventional main gear wheels and brakes. Applying a conservative 45 kg 
(100 lbm) per brake would mean a total brake mass of 181 kg (400 lbm). The data 
of figures 11 and 12 suggest that 181 kg (400 lbm) might be ample for a one-
landing brush in a wheel-skid gear capable of operating in all weather 
conditions. 

CONCLUDING REMARKS 

An experimental investigation was conducted to examine the friction and wear 
characteristics of 22 types and sizes of wires for potential use in wire-brush 
skids. The test procedure consisted of placing brushes fabricated from the wires 
on a belt sander under preselected bearing loads and monltoring the drag force 
and wear behavior. Data were obtained over distances up to 3048 m (IO 000 ft) 
at bearing pressures of 172 to 1034 kPa (25 to 150 psi). 

In general, the friction coefficient developed by the candidate wires was 
found to be independent of bearing pressure and ranged between 0.4 and 0.6 under 
the test conditions of this investigation. Of the materials examined, the heat-
treated beryllium copper developed the highest friction level and the large diam­
eter music wires the lowest. The friction coefficient was not degraded when the 
surface was wetted and appears to be independent of wire diameter except perhaps 
when wire size is relatively large compared with the surface roughness. 

Of the wires tested, Red 41 wire exhibited the best wear characteristics, 
whereas the heat-treated beryllium copper and the two wire ropes demonstrated the 
poorest. For all test wires, the wear was shown to increase with increasing bear­
ing pressure and, in general, for the same bearing pressure, wear increased with 
increasing wire diameter and decreased when the surface was wetted. 

'1 

Generally, hard materials provided greater wear resistance but at the 

expense of low friction and, correspondingly, the high friction demonstrated by

the soft materials was accompanied by high wear rates. However, selecting a skid 

material for practical applications requires consideration of not only the skid 

wear and friction characteristics,but also such factors as runway surface damage 

(not addressed in this investigation) and material costs. 
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The concept of using wire-brush skids to supply the braking force in a 

wheel-skid gear concept appears to have considerable merit for spacecraft. In 

such an application, the brush would be replaced following each landing and land­

ing operations could take place under all weather conditions. 


Langley Research Center 

National Aeronautics and Space Administration 

Hampton, VA 23665 

July 21, 1977 


REFERENCES 


1. 	 Dreher, Robert C.; and Batterson, Sidney A.: Coefficients of Friction and 
Wear Characteristics for Skids Made of Various Metals on Concrete, Asphalt, 
and Lakebed Surfaces. NASA TN D-999, 1962. 

2. Tebben, Gerald D.: An Investigation of the Coefficients of Friction and Wear 

Property of Wire Brush Skids Constructed With Re& 41 Bristles. Tech. Doc. 

Rep. No. 64-11, U.S. Air Force, Aug. 1964. (Available from DDC as 

AD 446 199.) 


3. Howard, H. W.: X-20 (Dyna-Soar) Landing Gear Development and Qualification 

Program. SEG-TDR-64-1'7,U.S. Air Force, June 1964. 


4. Test Report for Evaluation of Wire Brush Skid Landing Gear on Dry Lake Bed 

and Concrete Surfaces for Model X-15 Airplane Per ECP X-15-130 (NAA Model 

NA-240). NA-61-876', North American Aviation, Inc., Nov. 7, 1961. 


5. Wilson, Ronald J.: Drag and Wear Characteristics of Various Skid Materials 

on Dissimilar Lakebed Surfaces During the Slideout of the X-15 Airplane. 

NASA TN D-3331, 1966. 


10 




TABLE I.- WIRE AND TEST BRUSH PARAMETERS 

[Brush i n i t i a l  t r i m  l e n g t h ,  5.08 c m  (2.00 in .11 
L 

Wire type  

Music, carbon steel  

Rena 41, W.W. 

Inconel  X-750, hard 

Inconel  X-750, w . w . ,  h . t .  

A-286, h. t. 

A-286, a .d .  

Rocket wire, a .d .  

17-7 PH s t a i n l e s s  s t ee l ,  


h . t . ,  I 
17-7 PH s t a i n l e s s  s teel ,  

h . t . ,  I1 
17-7 PH s t a i n l e s s  s teel ,  

a .d .  
Wheel brush 
AISI type  302 s t a i n l e s s  

steel ,  s p r i n g  temper
17-4 PH s t a i n l e s s  s t ee l ,  
w.w., h. t. 

A I S I  type  347 s t a i n l e s s  
stee1, w. w. 

Beryl l ium copper, h . t .  
Wire rope I 
Wire rope  I1 

~ 

lire diameter IWire d e n s i t y  Jires 
~ P e r  

mm L bm/ i n 3  )rush 
~ 

0.33 0.013 7920 0.286 78 
.56 .022 7920 .286 28 
.76 .030 7750 .280 14 

1.07 .042 7810 .282 7 
1.93 .076 7790 .28 1 2 
2.16 .085 7810 .282 1 
1.02 .040 8220 .297 8 

.89 .035 8500 .307 1 1  

.89 .035 8610 .311 12 

.76 .030 7970 .288 14 

.76 .030 8030 .290 14 

.76 .030 7970 .288 1 4  

.51 .020 7690 .278 33 

- 76 .030 7670 .277 14 

- 76 .030 7750 .280 14 

.56 .022 7920 .286 13 

.81 .032 7720 .279 13 

.89 .035 7970 .288 12 

- 89 .035 7830 .283 1 1  

.76 .030 8360 .302 14  

.25 .010 7030 .254 133 

.64 .025 7810 .282 19 

rota1 c o n t a c t  a r e a  

"2 1n2 

6.68 0.01035 
6.86 .0 1064 
6.38 .00990 
6.26 .00970 
5.85 .00907 
3.66 .00567 
6.48 .01005 
6.83 .0 1058 
7.45 .01154 
6.38 .00990 
6.38 .00990 
6.38 .ooggo 
6.69 .0 1037 

6.38 .00990 

6.38 .00990 

3.19 .00494 
6.74 .0 1045 

7.45 -01154 

6.83 .0 1058 

6.38 .00990 
6.74 .0 1044 
6.02 .00933 
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TABLE 11.- DESCRIPTION OF WIRES USED IN TEST BRUSHES 


Wire type Wire description 


Music, carbon steel Spring wire, Federal specification Q Q-W-470A-2 


Rene' 41, W.W. Inert gas welding wire, AISI, no. 683 


Inconel X-750, hard Spring temper 


Inconel X-750, w.w., h.t. Welding wire heat treated to 1240 MPa (180 000 psi) 

tensile strength 


A-286, h.t. Spring wire heat treated to spring temper 


A-286, a.d. Spring wire as drawn 


Rocket wire, a.d. Carbon steel wire, minimum tensile strength 2650 MPa 

(385 000 psi) 


17-7 PH stainless steel, 

h.t., I (Stainless steel wire heat treated to spring temper 


(Cond. I1CHV1)
by heating at 4820 C (gooo F) for 
17-7 PH stainless steel, 1 hr 
h.t., I1 

17-7 PH stainless steel, Spring wire as drawn, nominal tensile strength of 

a.d. 1860 MPa (270 000 psi) 


Wheel brush Cleaning wheel brush wire, FSN 5130-293-1983 


AISI type 302 stainless Federal specification Q Q-W-423 

steel, spring temper 


17-4 PH stainless steel, Welding wire heat treated to 1380 MPa (200 000 psi) 

w.w., h.t. tensile strength 


AISI type 347 stainless Inert gas welding wire 

steel, w.w 


Beryllium copper, h.t. Tempered to 1090 MPa (158 000 psi) tensile strength 

Wire rope I 7 by 19, 0.32-cm (0.125-in.) diameter wire rope 


Wire rope I1 One strand of 7 by 19 wire rope 0.95 cm (0.375 in.)

in diameter 
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TABLE 111.- AVERAGE FRICTION COEFFICIENTS FOR TEST BRUSHES 

[Bearing p r e s s u r e ,  689 kPa ( 100 psi)]  

lire diameter 
Wire type  ' r i c t i o n  c o e f f i c i e n t  

mm i n .  

Beryll ium copper ,  h . t .  0.76 0.030 0.60 
17-4 PH s t a i n l e s s  s t ee l ,  w.w. ,  h . t .  .89 .035 .55 
AISI type  347 s t a i n l e s s  steel ,  W.W. .89 .035 f 53 
A-286, a.d. .76 .030 .53 
Wire rope  I .25 .010 .52 
17-7 PH s t a i n l e s s  s t ee l ,  h . t . ,  I1 .76 .030 -50 
Inconel  X-750, w.w. ,  h . t .  .89 ,035 .48 
Music w i r e  .33 .013 .48 
17-7 PH s t a i n l e s s  s t ee l ,  a.d.  .76 .030 .47 
A-286, h . t .  .76 .030 .47 
Music wire .76 .030 .47 
AISI t ype  302 s t a i n l e s s  s tee l ,  s p r i n g  temper .81 .032 .46 
17-7 PH s t a i n l e s s  s teel ,  h . t . ,  I .51 .020 .46 
Wire rope  I1 

Music wire 

Rocket wire, a.d.  

Music w i r e  

Incone l  X-750, hard  

Wheel brush  

Ren6 41 

Music wire 

Music wire 


.64 .025 .46 


.56 .022 .46 


.76 .030 .46 

1.07 .042 .45 

.89 .035 .45 

.56 .022 .43 

1.02 .040 .40 

2.16 -085 .37 

1.93 .076 .35 


13 




TABLE 1 V . - WEAR INDEX OF TEST BRUSHES 

[Bearing p r e s s u r e ,  689 kPa (100 psi11
2 


d i r e  diameter Wear index  
Wire type  

Re& 41 

Rocket wire, a .d .  

A-286, h . t .  

Inconel  X-750, hard 

17-7 PH s t a i n l e s s  s teel ,  h . t . ,  I1 

17-7 PH s t a i n l e s s  s teel ,  h . t . ,  I 

Inconel  X-750, w . w . ,  h . t .  

17-7 PH s t a i n l e s s  s teel ,  a .d .  

A-286, a .d .  

AISI t y p e  302 s t a i n l e s s  s teel ,  s p r i n g  


temper 
Music wire 
AISI type  347 s t a i n l e s s  s t ee l ,  W.W. 
Wheel brush 
Music w i r e  
Music wire 
17-4 PH s t a i n l e s s  s tee l ,  w . w . ,  h . t .  
Music wire 
Music wire 
Music wire 
Beryll ium copper ,  h. t. 
Wire rope  I1 
Wire rope  I 

mm i n .  &/m 	 i n 3  f t  
1n2cm2 -I 

1.02 0.040 5.25 x 10-4 0.63 x 10-4 
.76 .030 5.83 .70 
.76 .030 6.00 .72 
.89 .035 6.25 .75 
.76 .030 6.58 .79 
.51 .020 7.00 .84 
.89 .035 7.08 .85 
.76 .030 7.33 .88 
.76 .030 7.41 .89 
.81 .032 9.42 1.13 

.33 .013 10.00 1.20 

.89 .035 10.42 1.25 

.56 .022 10.50 1.26 

.56 .022 10.50 1.26 

.76 .030 12.00 1.44 

.89 .035 15.50 1.86 
1.07 .042 16.08 1.93 
1.93 .076 17.75 2.13 
2.16 .085 18.92 2.27 

.76 .030 '9.17 3.50 

.64 .025 j1 .oo 3.72 

.25 .010 35.42 4.25 

14 




Free-roll i 
wheel 

Hydraul i c  ac tua tor  1 
 Hi g h- f ri c t  i on 
skid 

L J  L 
/ / / /  // / / / /  / 1/ 11 77 


Figure 1 . - Wheel and sk id  landing-gear system. 
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F igu re  2.- Photograph of  s e v e r a l  brushes after tests. 
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Figure 3.- Test apparatus used in investigation. 
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F igure  4.- Var i a t ion  o f  	f r i c t i o n  c o e f f i c i e n t  w i t h  bea r ing  p res su re
for  t e s t  brushes .  
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F igu re  4.- Continued. 
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F igure  4.- Concluded. 
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Figure  5.- Var i a t ion  of f r i c t i o n  c o e f f i c i e n t  w i t h  bea r ing  p res su re  on w e t  and 
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Figure  7.- Effect of bea r ing  p res su re  on wear f o r  test  brushes .  

23 



Wire type I Bearing pressure , 
kPa 

17-7 PH, a.d. 

17-7 PH, h . t . 3  I1  

17-7 PH, h . t . ,  I 


Wheel brush 

302, spring temper 

Music wi re  
0.76-mm ( 0.030- in .)
diameter 

0 4 


0 .5 


A- 172 

B - 345 

C - 517 

D - 689 

E - 1034 


8 12 16 20 24 
3 


Wear index, %/m 

cm 


1.0 1.5 2 .o 2.5 3.0 x 
3 

Wear index, 31f t  
i n  

F igu re  7.- Continued. 
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Figure 7.- Concluded. 
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F igure  8.- Effect of wire diameter on wear f o r  music wire brushes  a t  
v a r i o u s  bear ing  p res su res .  
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F igu re  9.- Effect o f  s u r f a c e  wetness on wear f o r  17-7 PH s t a i n l e s s  s teel ,  h . t . ,  
I1 wire 0.76 m (0.030 i n . )  i n  diameter a t  v a r i o u s  b e a r i n g  p r e s s u r e s .  
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F igu re  10.- Calcu la ted  wear and s topping  d i s t a n c e  expected of v a r i o u s  wire types  
i f  used i n  s k i d s  t o  s t o p  an a i r p l a n e  having an  i n i t i a l  ground speed o f  
180 knots  ( b e a r i n g  p r e s s u r e ,  689 kPa (100 p s i ) ) .  
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Figure 11.- Calculated s topping d i s t ance ,  wear, and sk id  con tac t  area a t  var ious  
skid loadings requi red  t o  s t o p  90 720-kg (200 000-lbm) a i r p l a n e  landing a t  
180 knots  equipped with s k i d ( s )  f ab r i ca t ed  with 17-7 PH s t a i n l e s s  s teel ,  h . t . ,  
I1 wire 0.76 mm (0.030 i n .  i n  diameter loaded t o  689 kPa (100 p s i ) .  
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